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specimens taken from the tank and tested
as prescribed in §179.500-7(b).

3 = Factor of safety.

(D2 — d?/(D2 + d?2) = The smaller value ob-
tained for this factor by the operations
specified in §179.500-4(c).

(c) Measure at one end, in a plane
perpendicular to the longitudinal axis
of the tank and at least 18 inches from
that end before necking-down:

d = Maximum inside diameter (inches) for
the location under consideration; to be de-
termined by direct measurement to an ac-
curacy of 0.05 inch.

t = Minimum thickness of wall for the loca-
tion under consideration; to be determined
by direct measurement to an accuracy of
0.001 inch.

Take D =d + 2t.

Calculate the value of (D2—-d2)/(D2+ d2)

(1) Make similar measurements and
calculation for a corresponding loca-
tion at the other end of the tank.

(2) Use the smaller result obtained,
from the foregoing, in making calcula-
tions prescribed in paragraph (b) of this
section.

[29 FR 18995, Dec. 29, 1964. Redesignated at 32
FR 5606, Apr. 5, 1967, and amended by Amdt.
179-31, 47 FR 43067, Sept. 30, 1982; 66 FR 45391,
Aug. 28, 2001]

§179.500-5 Material.

(a) Tanks shall be made from open-
hearth or electric steel of uniform
quality. Material shall be free from
seams, cracks, laminations, or other
defects injurious to finished tank. If
not free from such defects, the surface
may be machined or ground to elimi-
nate these defects. Forgings and seam-
less tubing for bodies of tanks shall be
stamped with heat numbers.

(b) Steel (see Note 1) must conform
to the following requirements as to
chemical composition:

. . | | | 1] | I
Designation (pce?csesnr) (Se"’?iém) (%:rscsénr)
Carbon, maximum ......... 0.50 0.50 0.53
Manganese, maximum .. 1.65 1.65 1.85
Phosphorus, maximum .. .05 .05 .05
Sulphur, maximum ........ .06 .05 .05
Silicon, maximum .......... .35 .30 .37
Molybdenum, maximum 25 .30
Chromium, maximum ... 30 .30
Sum of manganese and
carbon not over .......... 2.10 210 | e

NOTE 1: Alternate steel containing other alloying elements
may be used if approved.

§179.500-7

(1) For instructions as to the obtain-
ing and checking of chemical analysis,
see §179.500-18(b)(3).

(2) [Reserved]

§179.500-6 Heat treatment.

(a) Each necked-down tank shall be
uniformly heat treated. Heat treat-
ment shall consist of annealing or nor-
malizing and tempering for Class I,
Class II and Class IIT steel or oil
quenching and tempering for Class III
steel. Tempering temperatures shall
not be less than 1000 °F. Heat treat-
ment of alternate steels shall be ap-
proved. All scale shall be removed from
outside of tank to an extent sufficient
to allow proper inspection.

(b) To check uniformity of heat
treatment, Brinnel hardness tests shall
be made at 18 inch intervals on the en-
tire longitudinal axis. The hardness
shall not vary more than 35 points in
the length of the tank. No hardness
tests need be taken within 12 inches
from point of head to shell tangency.

(c) A magnetic particle inspection
shall be performed after heat treat-
ment on all tanks subjected to a
quench and temper treatment to detect
the presence of quenching cracks.
Cracks shall be removed to sound
metal by grinding and the surface ex-
posed shall be blended smoothly into
the surrounding area. A wall thickness
check shall then be made of the af-
fected area by ultrasonic equipment or
other suitable means acceptable to the
inspector and if the remaining wall
thickness is less than the minimum re-
corded thickness as determined by
§179.500-4(b) it shall be used for making
the calculation prescribed in paragraph
(b) of this section.

§179.500-7 Physical tests.

(a) Physical tests shall be made on
two test specimens 0.505 inch in diame-
ter within 2-inch gauge length, taken
180 degrees apart, one from each ring
section cut from each end of each
forged or drawn tube before necking-
down, or one from each prolongation at
each end of each necked-down tank.
These test specimen ring sections or
prolongations shall be heat treated,
with the necked-down tank which they
represent. The width of the test speci-
men ring section must be at least its
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